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Question No: 1  

Which of the following would be the main advantage of utilizing a layering technique with composite resin 

in restoring a disto-occlusal Class II restoration?  

 

A. Higher degree of polymerization and lower degree of tooth sensitivity  

 

B. Higher sheer strength and wear resistance  

 

C. Higher tensile strength and modulus of elasticity  

 

D. Better compressive strength  

 

Answer: A  

 

 

Question No: 2  

Which of the following is correct concerning tooth preparation for diastema closure with bonded porcelain 

restorations?  

 

A. Keep all margins supragingival or equigingival  

 

B. Full crown preparations are best used to close spaces  

 

C. Subgingival interdental margins will allow for improved emergence profiles  

 

D. Mini-wings must always be used to close a black triangle interdentally  

 

Answer: C  

 

 

Question No: 3  

What is the BEST property of condensible composites?  

 

A. Lower filler content to allow lateral and vertical flow ensuring intimate contact  

 

B. Less stickiness and stiffer consistency and have a wear ratio similar to amalgam  

 

C. A filler loading of fibrous, porous, or irregular particles, and a filler percentage of 40% to 50% filled  

 

D. Clinical evidence of strength and polymerization shrinkage superior to conventional composites  
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Answer: D  

 

 

Question No: 4  

A white opacity near the incisal one-third of a permanent incisor is MOST likely the result of what?  

 

A. Ingestion of excessive fluoride by the patient's mother during pregnancy  

 

B. Ingestion of excessive fluoride by the patient at the age of 1 -3 years  

 

C. Antibiotic therapy by mother during pregnancy  

 

D. Trauma or infection of the patient's deciduous incisor  

 

Answer: D  

 

 

Question No: 5  

When preparing for posterior porcelain to zirconia crown, the recommended occlusal reduction should be:  

 

A. 1.0 mm.  

 

B. 1.5 mm.  

 

C. 2.0 mm.  

 

D. 2.5 mm.  

 

Answer: B  

 

 

Question No: 6  

Which of the following is a disadvantage of subepithelial connective tissue (CT) grafting?  

 

A. Tissue and color blend  

 

B. Primary closure of the donor site  

 

C. Two surgical sites  

 

D. Change in amount of keratinized tissue  

 

Answer: C  
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Question No: 7  

Which of the following is a disadvantage of subepithelial connective tissue (CT) grafting?  

 

A. Tissue and color blend  

 

B. Primary closure of the donor site  

 

C. Two surgical sites  

 

D. Change in amount of keratinized tissue  

 

Answer: C  

 

 

Question No: 8  

How is tissue guidance for implants BEST accomplished?  

 

A. By placing an over-sized healing abutment following second stage surgery  

 

B. By placing an anatomically correct screw retained provisional following second stage surgery  

 

C. By placing an over-sized healing abutment four to six weeks after second stage surgery  

 

D. By placing an anatomically correct removable provisional four to six weeks after second stage surgery  

 

Answer: B  

 

 

Question No: 9  

When a connective tissue graft is placed over an anterior implant site, it is BEST to:  

 

A. use a stayplate or a "flipper" as a temporary to direct healing.  

 

B. bond a temporary tooth to the adjacent teeth to keep pressure off the site.  

 

C. place the permanent restoration as fast as possible.  

 

D. prepare a fixed temporary to develop proper tissue contour.  

 

Answer: B  

 

 

Question No: 10  
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Ridge collapse following extraction is likely to create which of the following types of defect?  

 

A. Apico-coronal  

 

B. Buccolingual  

 

C. Both apico-coronal and buccolingual  

 

D. Tissue loss  

 

Answer: B  

 

 

Question No: 11  

On average, the distance from the base of the gingival sulcus to the alveolar bone is:  

 

A. 2.0 mm.  

 

B. 3.0 mm.  

 

C. 4.0 mm.  

 

D. 5.0 mm.  

 

Answer: A  

 

 

Question No: 12  

The avoidance of open cervical embrasures can BEST be achieved by placing the interproximal contact 

points relative to the interproximal:  

 

A. margins  

 

B. bone  

 

C. papilla height  

 

D. sulcus base  

 

Answer: B  

 

 

Question No: 13  
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Most occlusal splints have one primary function; what is it?  

 

A. To alter an occlusion so it does not interfere with complete seating of the condyles in centric relation  

 

B. To increase the vertical dimension, taking all the loading forces off the TMJs and transferring the load 

to the teeth  

 

C. To relieve symptoms of orofacial pain since direct occlusal equilibrium does not have the same 

potential for the relief of symptoms  

 

D. To avoid having to remove any tooth structure by equilibrating the teeth to perfect the occlusion  

 

Answer: A  

 

 

Question No: 14  

What is the principal determinant of posterior occlusal form?  

 

A. Elevator muscles  

 

B. Vertical dimension  

 

C. Anterior guidance  

 

D. Lateral excursions  

 

Answer: C  

 

 

Question No: 15  

When using dual-cured resin cements, the use of light activated curing is:  

 

A. unnecessary as the self-curing mechanism results in maximum polymerization  

 

B. mainly advantageous to speed the clean-up process.  

 

C. necessary to obtain maximum degree of polymerization  

 

D. helpful in color stabilization  

 

Answer: C  
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